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MODELING FAILURE AND RELIABILITY IN NEW-GENERATION DEVICES
DAALO3~90-G-0120

I. The Problem Studied

The problem originally studied was the prediction of failure
and reliability of semiconductor devices based on first princi-
ples, i.e., as independent of experimental ab initio information
and curve-fitting as possible. The goal of this work was the
reduction of device design cost, by reducing rates of failure of
devices, due to intentional or unintentional mechanisms, while
having to build and test only a minimum number of prototype de-
vices. The use of physics-based semiconductor device simulation
for device design was the means to be used to effect this cost

reduction.

The scope of this work was later extended to incorprate a
study of the electron transport properties, electron energetics,

and impact ionization properties, of silicon carbide (SiC).

Specifically, the goals of the work performed were:

1. Evaluation of currently available methods of device
analysis and their limits.

2. Indication of useful future directions for device
failure prediction and analysis.

3. Development of simulation methods for failure pre-
diction and analysis of such devices as microwave
integrated circuits, mixer or detector diodes, memo-
ry devices, and transistors, made of silicon, GaaAs,
or other materials.

4. Determine certain electron transport properties for
the SiC polytype with hexagonal crystal structure.
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II. Important Results
The accepted means of device simulation, viz., the "drift-
diffusion® (DD) method, in which carrier velocity is a single-

valued function of electric field; the Monte Carlo method, in

which carrier transport under the influence of scattering proc-
esses is modeled on a statistical basis within the device, and
the energy transport method, which was first developed by the
Principal Investigator for application in two-dimensional de-
vices, were compared. By comparison of simulations done using
these methods, the drift-diffusion method was found to be inade-
guate to correctly represent phenomena occurring in three-termi-
nal silicon devices with active lengths under about 1800&,l1 and
compound semiconductor devices with active lengths under about 1
micron. The differences are due to the different energy relaxa-
tion processes in these two materials, which have different time
constants. These conclusions apply also to two-terminal active
microwave devices such as IMPATT or Gunn diodes, and to failure
mechanisms in two-terminal passive diodes which might arise from
localized heating, either due to external or internal causes.
The Failure of three-terminal GaAs devices was studied in some
depth, and it was found that explanations of troublesome failure

mechanisms could be based on electron transport anomalies.?2:3

The energy transport device simulation programs we developed
were applied to studies of the reliability of submicron-size
silicon MOSFETs.%4,5/6 fThese programs were continually enhanced

in order to improve calculation speed.7'8
The last year of the grant was occupied by work on the elec-
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tronic properties of the hexagonal crystalline form of SiC. The
Abjective of this work in particular was to determine the impact
ionization properties of the material by means of a Monte Carlo
analysis. No such analysis of any hexagonal semiconductor crys-
tal has yet been done, however, so that we have had to develop
special techniques to deal with the hexagonal symmetries, and the
directional dependencies of the relevant electron scattering
processes. We have, to date, developed the relevant scattering
formulas and are in the process of coding a one dimensional Monte
Carlo simulation for SiC. This work has not yet, however, re-

sulted in a publication.
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